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Background

A Current ALDOT pavement design based on
AASHO Road Test

A Structural coefficients (a;) are key inputs
IExpress relative nstren
I Used to determine required thicknesses of layers

A Current ALDOT asphalt coefficients were
officially set in 1990

I No changes since then



Current Method Based on AASHO Road Test
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Figure 1. Looking east, Loops 5 and 2 in foreground. HRB. 1962







